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Item Number 11377-02
Color pebble
Composition 72% Polyester

28% Cotton
Width 57.25"
Pattern Book CT Fall
Testing Wyzenbeek:  50,000, Wet/Dry crocking: Class 4.5, Passes CB117 2013, Colorfastness to light 60 hours: Class 4
Qualities Light acrylic backing


